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production additive to the viscosity of the aqueous dis-
persion is between about 10:1 to about 2:1.

7. The method of claim 6, wherein the ratio of the viscosity
of the production additive to the aqueous dispersion is
between about 4:1 to about 2:1.

8. The method of claim 6, wherein the production additive
further comprises an accelerator.

9. The method of claim 8, wherein the accelerator com-
prises a wet gypsum accelerator (WGA).

10. The method of claim 6, wherein the production additive
further comprises foam.
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